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DONGGUAN BORJAY ELECTRONICS LIMITED .

BUILDING E2, NANSHAN 2ND INDUSTRY ZONE, YANTIAN, FENGGANG TOWN, DONGGUAN CITY, 

523327, CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : SILICONE BEADS .

SGS Job No. : SHTY140900014693 - SH .

SGS Ref No. : . 12214625.

Date of Sample Received : . 05 Sep 2014.

Testing Period : . 05 Sep 2014 - 11 Sep 2014 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

Bisphenol-A. See Results.

Signed for and on behalf of

SGS-CSTC Ltd. .

Serena Wang.

Approved Signatory . . .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA14-170811.001 Turquoise soft plsatic(Flat style) .

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

Bisphenol-A.

Test Method : . Extraction by organic solvent, analysis by HPLC-DAD-MS. .

MDLTest Item(s). Unit.

mg/kg.

001.

1 NDBisphenol-A.



Test Report. No. SHATY1417081101  Date: 12 Sep 2014 . Page 3 of 3.

Sample photo: .

SHATY1417081101

.

SHATY1417081101

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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